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Purpose: The purpose of this testing was to determine the solar reflectance and emittance
properties of two coatings.
Materials: The samples for testing were received from Uni-Glaze on January 30, 2004. The

samples were |abeled as follows:

1. Thermotex : Batches: THX00761-US-1 and 2

Test Methods: The test methods used included ASTM C 1549: Standard Test Method for
Determination of Solar Reflectance Near Ambient Temperature Using a Portable
Reflectometer and ASTM C 1371: Standard Test Method for Determination of
Emittance of Materials Near Room Temperature Using Portable Emissometers. Both
of these methods are Cool Roof Rating Council (CRRC) accepted methods for
determining these properties.
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